V(bohr®)

125

120

115

110

105

100

95

90

85

80

mgo, 0.00K

mgo, 164.17K ———
mgo, 328.34K ——
mgo, 492.52K ——
mgo, 650.12K ———

20 40 60 80 100 120 140
p (GPa)



